
  
report number CG9L0039 

revision level original 
report date 11.4.2019 

certificate of testing 

This report is confidential and prepared for the exclusive use of the client to whom they are addressed. It may not be reproduced or published without prior written approval. The results 
apply only to the samples tested may not necessarily reflect product performance under actual use. The results are representative of similar goods only to the extent that the sample tested 
is representative of those goods. 
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217 Grandville Ave SW  Grand Rapids, MI 49503 
p. 616.369.0522 e. info@flooralytics.com 

client NeverStrip Floor Coatings 
9600 Ogden Ave 
LaGrange, IL 60525 

product identification Concrete, Stone, Terrazzo Seal 

 

test method performed Standard Test Method for Static Coefficient of Friction of Polish-Coated Flooring Surfaces 
as Measured by the James Machine ASTM D2047-17 

date of test 11.4.2019 
 

test results 

results 
0.81 

 
 
notes 
sampling   as received 
test environment  69°F, 50% relative humidity 
sensor material  standard neolite 
test condition  dry 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
certification statement By signing below, the lab certifies that the results were obtained after testing specimens submitted by the client in 
accordance to the procedures and equipment specified by the standard stated above. These results were obtained from an outside source. 
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