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certificate of testing 

This report is confidential and prepared for the exclusive use of the client to whom they are addressed. It may not be reproduced or published without prior written approval. The results 
apply only to the samples tested may not necessarily reflect product performance under actual use. The results are representative of similar goods only to the extent that the sample tested 
is representative of those goods. 
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719 century ave sw  grand rapids, mi 49503 
p. 616.369.0522 e. info@flooralytics.com 

client NeverStrip Floor Coatings 
9600 Ogden Ave 
La Grange, IL 60525 

product identification Vinyl Seal 

 

test method performed american national standard test method for measuring dynamic coefficient of friction of 
hard surface flooring materials ansi a326.3 – april 2017 

date of test 5.3.2021 
 

test results  

specimen results 
☒ wet  ☐ dry 

reading tile 1 tile 2 tile 3 
1 0.38 0.43 0.39 
2 0.42 0.41 0.41 
3 0.43 0.42 0.45 
4 0.42 0.47 0.46 

avg 0.41 0.43 0.43 
 
 
 
notes 

  testing environment  73 ±3.5°f, 50 ±5% relative humidity 
sampling    as received 
test travel distance  8 inches 
bot 3000e calibration due  6.29.2021 
sensor material   sbr 
cleaning chemicals used  n/a 
sensor (wet) validation (0.49 ± 0.03) before: 0.49 after: 0.50 
sls water concentration  0.05% 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
certification statement by signing below, the lab certifies that the results were obtained after testing specimens submitted by the client in 
accordance to the procedures and equipment specified by the standard stated above.  
 
 
approved by:  


